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INTRODUCTION 
I An increasing share of petroleum short - or vacuum residue (VR) from refining 
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For an experiment a coal was slurried in a solvent at a ratio of 1:1.7 and 3.8% 
red mud and 0.6% Na S (refering to coal dmf) were added as catalyst. All experi- 
ments were conducte2 batchwise in a rocking autoclave prepressurized with hydro- 
gen at a set initial pressure. The reactions were controlled for temperature and 
pressure recorded versus time. Heating and cooling rates were 0.3 K/s. After coo- 
ling back to normal temperature products gases (G) were released and analysed by 
TC-gaschromatography and the hydrogen uptake of the experiment was calculated from 
gas analysis, water produced (W) and pressure difference before and after the ex- 
periment. Non gaseous products were separated and evaluated as raw naphtha (N), 
medium and heavy oils ( O ) ,  asphaltenes (A) (precipitated in hexane), and residue 
(R) (benzene insoluble) all based on feed coal (dmf). For some experiments water 
was not determined separately and then is contained in the figure for gases. For 
all solvents forgoing experiments under the same conditions provided the base of 
correlations for yields of products from only coal. 

TEMPERATURE DEPENDENCE 
For each feed combination the temperature was screened from 380 to 460°C at set 
conditions of 9 MPa initial hydrogen pressure and 6 0  min. residence time. The re- 
sults are given in Table 1. 
The hot system pressure decreases over the residence time for all petroleum deriv- 
ed solvents up to 435'12 but already increases at 455°C from stronger cracking re- 
actions in the solvent. Accordingly the hydrogen uptake does not differ o r  de- 
creases from 435 to 46OOC. In total the system pressure is not very much dependent 
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on t h e  n a t u r e  o f  t h e  s o l v e n t .  The hydrogen up take  i n  g e n e r a l  i n c r e a s e s  w i t h  t e m -  
p e r a t u r e  and no c l e a r  dependence on t h e  n a t u r e  o f  t h e  s o l v e n t  e x i s t s .  
The conve r s ion  of c o a l  a t  38OOC i s  independen t  o f  t h e  n a t u r e  o f  s o l v e n t s  a t  a 
c o n s t a n t  49 t o  50%. A t  h i g h e r  t e m p e r a t u r e s  conve r s ion  i s  always h i g h e s t  i n  t h e  
c o a l  d e r i v e d  s o l v e n t  b u t  heavy vacuum d i s t i l l a t e s  from pe t ro l eum p r o v i d e  a n  a l -  
m o s t  e q u a l  c o n v e r s i o n  i n  t h e  r ange  of 410 t o  435'C whereas  t h e  vacuum r e s i d u e  
g i v e s  a low conver s ion  independen t  o f  t h e  t empera tu re .  Heavy s o l v e n t s  obv ious ly  
do n o t  p r e v e n t  cok ing  a t  46OoC under  t h e  c o n d i t i o n s  g iven .  The s h a r e  o f  a spha l t e r?  
e s  i n  t h e  p r o d u c t s  i n  g e n e r a l  d e c r e a s e s  a t  h i g h e r  t empera tu res  b u t  t h i s  t h e n  i s  
dependent  s t r o n g l y  on t h e  n a t u r e  o f  t h e  s o l v e n t .  I n  l i g h t  vacuum d i s t i l l a t e  t h e  
s h a r e  of c o a l  d e r i v e d  a s p h a l t e n e s  s t a y s  below 10% b u t  i n  heavy d i s t i l l a t e s  it i s  
a s  h igh  a s  11% b u t  t h e n  s t r o n g l y  reduced a g a i n  a t  t empera tu res  above 430°C. For  
t h e  vacuum r e s i d u e  a t  380'12 a l m o s t  30% o f  c o a l  d e r i v e d  a s p h a l t e n e s  e x i s t  b u t  t h e n  
d e c r e a s e  s t r o n g l y  t o  o n l y  2 %  a t  46OoC. I t  shou ld  be n o t i c e d ,  however,  t h a t  t h e s e  
f i g u r e s  a r e  c a l c u l a t e d  by d i f f e r e n c e  and t h a t  t h i s  vacuum r e s i d u e  r e a c t e d  a l o n e  
r e s u l t s  up t o  11% a s p h a l t e n e s  a t  4 1 0 ' C  dec reased  t o  6 %  a t  460°C. Reacted a l o n e  
t h e s e  s o l v e n t s  g i v e  l e s s  t h a n  3% of a s p h a l t e n e s  a t  460°C w i t h  t h e  a l r e a d y  quo ted  
e x c e p t i o n  of vacuum r e s i d u e .  
From expe r imen t s  i n  pe t ro l eum d e r i v e d  s o l v e n t s  t h e  s h a r e  o f  p r o d u c t  g a s e s  i n  t h e  
r ange  of 10 t o  13% i s  almost independen t  o f  t h e  n a t u r e  of s o l v e n t  and on tempera-  
t u r e .  Reacted a l o n e  t h e s e  s o l v e n t s  g i v e  5% of g a s e s  t o  t h e  most a t  460°C. The 
h i g h e r  t h e  t empera tu re  t h e  h i g h e r  i s  t h e  s h a r e  o f  methane i n  a l l  p roduc t  g a s e s .  
There a l s o  i s  a c o n s i d e r a b l e  c o n t e n t  o f  ca rbon  d i o x i d e  from t h e  d e s t r u c t i o n  o f  
c o a l  b u t  n o t  much i n f l u e n c e d  anymore by t e m p e r a t u r e  above 380°C. 
The s h a r e  o f  naph tha  i n  t h e  p r o d u c t s  f o r  pe t ro l eum d e r i v e d  s o l v e n t s  h a s  a maximum 
a t  4 1 O o C  f o r  vacuum d i s t i l l a t e s ,  i n c r e a s e s  w i t h  t h e  b o i l i n g  r ange  of t h e  s o l v e n t ,  
r e a c h e s  1 6 %  f o r  ZYL-solvent, i s  much lower f o r  vacuum r e s i d u e  b u t  t hen  i n c r e a s i n g  
w i t h  t empera tu re  t o  11% a t  460'C. The t o t a l  naphtha y i e l d  combined from c o a l  and  
s o l v e n t  i s  40% f o r  ZYL-solvent and 33% f o r  VR-solvent a t  460'C. 
The t o t a l  o i l  y i e l d  from c o a l  i n c r e a s e s  w i t h  t h e  b o i l i n g  r ange  o f  a pe t ro l eum de-  
r i v e d  d i s t i l l a t e  s o l v e n t  t o  a maximum a t  435OC b u t  s t i l l  i n c r e a s i n g  t o  460°C f o r  
t h e  vacuum r e s i d u e  as a s o l v e n t .  S ince  no t r u e  s e p a r a t i o n  o f  p r o d u c t  o i l s  i n  
s h a r e s  stemming f rom c o a l  o r  s o l v e n t  i s  p o s s i b l e  a c h a r a c t e r i z a t i o n  r e f e r s  t o  t h e  
t o t a l  p roduc t  o i l .  I n  g e n e r a l  an  i n c r e a s e  i n  r e a c t i o n  t e m p e r a t u r e  d e c r e a s e s  t h e  
a tomic  H/C-rat io  o f  t h e  p roduc t  o i l  b u t  s t i l l  r e f l e c t s  t h e  q u a l i t y  o f  each  f e e d  
s o l v e n t  whereas  a r o m a t i c i t y  i n c r e a s e s  w i t h  t empera tu re  r a t h e r  i ndependen t  of t h e  
n a t u r e  o f  t h e  s o l v e n t .  A t  435OC a r o m a t i c i t i e s  o f  t h e  t o t a l  p r o d u c t  o i l  a r e  abou t  
0 .35  b u t  a r e  above 0 .50  a t  460'C. The a v e r a g e  molweight o f  t h e  t o t a l  p roduc t  o i l  
a t  lower r e a c t i o n  t e m p e r a t u r e s  a r e  s t r o n g l y  dependent  on t h e  n a t u r e  o f  t h e  f e e d  
s o l v e n t  b u t  a r e  e q u a l i z e d  a t  435°C f o r  d i s t i l l a t e  s o l v e n t s  t o  an  ave rage  o f  250 a s  
w e l l  as f o r  vacuum r e s i d u e  b u t  t h e n  down t o  250 o n l y  a t  46OOC. 
From r e c a l c u l a t i o n s  and e s t i m a t i o n s  f o r  a once-through o p e r a t i o n  f o r  t h e  c o a l  de -  
r i v e d  s o l v e n t  t h e  t o t a l  l i q u i d  y i e l d  i s  73% (M=300) a t  46OoC, f o r  t h e  vacuum re- 
s i d u e  a s  a s o l v e n t  i t  i s  58% (M=265) a t  435OC, and f o r  t h e  most e f f e c t i v e  p e t r o -  
leum d e r i v e d  s o l v e n t  it i s  78% (M=225) a t  a g a i n  435OC. 

RESIDENCE TIME DEPENDENCE 

S i n c e  435'C i s  no t  t h e  t e m p e r a t u r e  f o r  a maximum g a i n  o f  t o t a l  p r o d u c t s  b u t  ob- 
v i o u s l y  s i g n i f i c a n t  f o r  t h e  d e g r a d a t i o n  o f  t h e  brown c o a l  i n  t h e  m i x t u r e  r e s i -  
dence t ime v a r i a t i o n s  i n  between hea t ing -up  on ly  and 1 2 0  min. are made a s  pre-  
s e n t e d  i n  Tab. 11). The a p p a r e n t  i n i t i a l  system p r e s s u r e  i s  dependent  on t h e  
b o i l i n g  r ange  a s  w e l l  a s  on  t h e  c r a c k a b i l i t y  o f  t h e  s o l v e n t  b u t  t h e n  much h i g h e r  
t h a n  from e x p e r i m e n t s  w i t h  t h e s e  s o l v e n t s  a l o n e  w i t h o u t  a d d i t i o n  o f  c o a l .  T h i s  i s  
due  t o  t h e  hydrocarbon g a s e s  and t h e  c a r b o n d i o x i d e  produced from c o a l  and on ly  
compensated t o  some d e g r e e  from t h e  hydrogen consumption. 
The hydrogen up take  s h o r t l y  a f t e r  h e a t i n g  up i s  l o w  and l i t t l e  dependent  on t h e  
n a t u r e  o f  t h e  s o l v e n t .  A f t e r  6 0  min. r e s i d e n c e  t i m e  it i s  comple t e ly  independen t  
o f  t h e  n a t u r e  o f  t h e  s o l v e n t .  The hydrogen up take  i n c r e a s e s  f o r  10 min. o n l y  b u t  
t h e r e a f t e r  i s  o b v i o u s l y  i n  e q u i l i b r i u m .  These r e s u l t s  a r e  c a l c u l a t e d  by d i f f e r e n c e  
For  t h e s e  S o l v e n t s  r e a c t e d  w i t h o u t  c o a l  unde r  t h e  same c o n d i t i o n s  t h e  hydrogen 
u p t a k e  i n c r e a s e s  f o u r -  t o  s i x f o l d  from 0 t o  60 min. r e s i d e n c e  t i m e  and t h u s  t h e  
d a t a  c a l c u l a t e d  for  c o a l  a r e  l i m i t e d  i n  t h e i r  e v a l u a t i o n .  
Fo r  p roduc t  g a s e s  t h e  ma jo r  component i s  ca rbond iox ide  produced r a t h e r  spon tane -  
o u s l y ,  t h u s  e x p l a i n i n g  t h e  s m a l l  i n c r e a s e  of g a s e s  w i t h  r e s i d e n c e  t i m e  i n  t h e  
r ange  o f  10 t o  1 4 % .  From expe r imen t s  w i t h  on ly  s o l v e n t s  t h e  s h a r e  o f  p roduc t  
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g a s e s  under t h e  same c o n d i t i o n s  S t a y s  below 2 %  even a t  60 min. r e s i d e n c e  t i m e .  
More s i g n i f i c a n t  a r e  t h e  d i f f e r e n c e s  i n  produced o r  r e t r a n s f o r m e d  a s p h a l t e n e s .  
For s h o r t  c o n t a c t  times t h e y  d i r e c t l y  r e f l e c t  t h e  n a t u r e  of  t h e  s o l v e n t .  For t h e  
l i g h t  LSP-solvent t h e  a s p h a l t e n e s  d e r i v e d  from c o a l  are r a t h e r  independent  o f  r e -  
s i d e n c e  t i m e  whereas  f o r  t h e  o t h e r  d i s t i l l a t e  r e a c h  a maximum a f t e r  1 0  min. b u t  
t h e n  a r e  t r a n s f e r e d  i n t o  o i l s  by about  2% a f t e r  6 0  min. For vacuum r e s i d u e  which 
r e a c t e d  w i t h o u t  c o a l  g i v e s  less t h a n  2 %  a s p h a l t e n e s  a t  s h o r t  c o n t a c t  t i m e  t h e  
c o a l  d e r i v e d  a s p h a l t e n e s  immedia te ly  r e a c h  33% b u t  a r e  t r a n s f e r e d  i n t o  o i l s  by  
25% a f t e r  30 min. 
From t h e  s o l v e n t s  a l o n e  r e a c t e d  w i t h o u t  c o a l  under t h e  same c o n d i t i o n s  t h e  p r o -  
d u c t  s h a r e  o f  naphtha  s t r o n g l y  i n c r e a s e s  w i t h  r e s i d e n c e  t i m e  r e a c h i n g  a b o u t  20% 
a f t e r  6 0  min. The c o a l  d e r i v e d  naphtha  i s  lower ,  r e a c h e s  a maximum i n  d i s t i l l a t e  
s o l v e n t s  a f t e r  10-30 min. b u t  i s  much more dependent on t h e  n a t u r e  o f  t h e  s o l v e n t .  
R e c a l c u l a t e d  f o r  a once  t h r o u g h  o p e r a t i o n  t h i s  f e e d  combina t ion  a t  435OC and 30 
min. r e s i d e n c e  t i m e  r e s u l t s  t o  a t o t a l  o f  1 7 %  naphtha .  For vacuum r e s i d u e  o n l y  8 %  
a r e  g a i n e d  f rom c o a l  a f t e r  30 min. and a r e c a l c u l a t e d  t o t a l  f o r  t h e  f e e d  combina- 
t i o n  would b e  l i t t l e  more t h a n  1 0 % .  
More i m p o r t a n t  f o r  t h e  f e e d  c o m b i n a t i o n s  a r e  t h e  y i e l d s  of  o i l  b o i l i n g  above 
2 0 O o C  a s  d e r i v e d  from c o a l .  I n  g e n e r a l  it can be s t a t e d  t h a t  t h e  l i g h t e r  t h e  sol-  
v e n t  t h e  h i g h e r  i s  t h e  o i l  y i e l d  from c o a l .  The o i l  y i e l d  i n c r e a s e s  a l m o s t  s t e a d i -  
l y  w i t h  r e s i d e n c e  t i m e  b u t  t h e n  d a t a  a r e  dependent on t h e  n a t u r e  of t h e  s o l v e n t .  
The t o t a l  l i q u i d  y i e l d  c o n t a i n i n g  naphtha  and heavy o i l s  a g a i n  i s  t h e  h i g h e r  t h e  
l i g h t e r  t h e  s o l v e n t  and i s  i n  g e n e r a l  i n c r e a s i n g  w i t h  r e s i d e n c e  t i m e .  For t h e  
l i g h t  vacuum d i s t i l l a t e  a s  a s o l v e n t  t h e  t o t a l  l i q u i d  y i e l d  from c o a l  o f  4 0 %  and 
o f  35% f o r  heavy vacuum d i s t i l l a t e  a s  a s o l v e n t  a r e  reached  a f t e r  6 0  min. resi- 
dence  t ime.  F o r  vacuum r e s i d u e  a s  a s o l v e n t  t h e  i n f l u e n c e  of  t i m e  on t h e  t o t a l  
l i q u i d  y i e l d  from c o a l  i s  most pronounced. From 3% o c c u r i n g  immedia te ly  a f t e r  hea-  
t i n g  up it i s  i n c r e a s e d  t o  2 6 %  a f t e r  30 min. r e s i d e n c e  t i m e .  
S i n c e  no t r u e  s e p a r a t i o n  o f  p r o d u c t  o i l  b o i l i n g  above 200°C from e i t h e r  c o a l  o r  
s o l v e n t  i s  p o s s i b l e ,  any  c h k a c t e r i z a t i o n  of  o i l  r e f e r s  t o  t h e  t o t a l  p r o d u c t  o i l .  
A f t e r  h e a t i n g  up  o n l y  t h e  H/C-ra t io  of  t h e  t o t a l  p r o d u c t  o i l  i s  dominated from 
t h e  s o l v e n t  w i t h  1 . 6 1  f o r  p r o d u c t  from LSP-experiments t o  1 . 3 9  f o r  p r o d u c t s  from 
VR-experiments b u t  a f t e r  6 0  min. it i s  e q u a l i z e d  t o  1 . 4 0  a l m o s t  independent  o f  
t h e  s o l v e n t .  I n  accordance  t h e  a r o m a t i c i t y  of  t h e  p r o d u c t  o i l  a l m o s t  i n d e p e n d e n t  
of t h e  n a t u r e  o f  s o l v e n t  i n c r e a s e s  from a b o u t  0 . 2 6  a t  h e a t i n g  up t o  about  0.37 
a f t e r  6 0  min. and t h e n  i s  markedly h i g h e r  t h a n  i n  t h e  s o l v e n t s  themselves .  The 
a v e r a g e  molweight ( M )  o f  t h e  p r o d u c t  o i l  f o r  each  r e s i d e n c e  t i m e  i s  d e t e r m i n a t e d  
from t h e  n a t u r e  of s o l v e n t  b u t  o v e r p r o p o r t i o n a l l y  d e c r e a s e d  i n  t h e  e x p e r i m e n t s  
w i t h  t h e  vacuum r e s i d u e  ( i n i t i a l  molweight 900) w i t h  M=390 a t  o n l y  h e a t i n g  up  
b u t  M=250 a f t e r  6 0  min. R e c a l c u l a t e d  f o r  a once-through o p e r a t i o n  t h e  t o t a l  o i l  
y i e l d  would b e  6 1 %  w i t h  M=305 f o r  30 min. r e s i d e n c e  t i m e  from vacuum r e s i d u e  a s  a 
s o l v e n t  and 74% w i t h  M=270 f o r  30 min. r e s i d e n c e  t i m e  from t h e  h e a v i e s t  vacuum 
d i s t i l l a t e  a s  a s o l v e n t .  

PRESSURE DEPENDENCE 

For comparison s e t  c o n d i t i o n s  o f  435'C and 60 rnin. r e s i d e n c e  t i m e  were chosen  f o r  
a v a r i a t i o n  o f  i n i t i a l  hydrogen p r e s s u r e  of 6 t o  15 MPa. T h i s  i n  t h e  c a s e  of  
1 5  MPa i n i t i a l  l e a d s  t o  u n r e a l i s t i c  system p r e s s u r e s  o f  up t o  4 2  MPa b u t  a r e  t o -  
l e r a t e d  h e r e  f o r  p a r a m e t e r  e v a l u a t i o n  o n l y .  The e x p e r i m e n t s  a r e  l i m i t e d  t o  two 
p e t r o l e u m  d e r i v e d  s o l v e n t s  o n l y .  The r e s u l t s  a r e  p r e s e n t e d  i n  Tab. 111'). The hy- 
drogen  u p t a k e  i n c r e a s e s  w i t h  i n i t i a l  p r e s s u r e  b u t  r a t h e r  independent  on t h e  na- 
t u r e  o f  s o l v e n t  and t h e  g a s  f o r m a t i o n  is s l i g h t l y  reduced  by p r e s s u r e .  For t h i s  
Coal i n  a l l  s o l v e n t s  c o n v e r s i o n  i n c r e a s e s  w i t h  i n c r e a s i n g  i n i t i a l  p r e s s u r e .  For  
t h e  range  Of 9-12 MPa i n i t i a l  p r e s s u r e  t h e  c o a l  c o n v e r s i o n  i s  t h e  lower  t h e  
h e a v i e r  t h e  n a t u r e  of  t h e  s o l v e n t  a p p l i e d .  For 15 MPa i n i t i a l  p r e s s u r e  t h e  c o a l  
c o n v e r s i o n  m i g h t  be s u p p r e s s e d  i f  t h e  h o t  sys tem p r e s s u r e  i s  t o o  h i g h .  A s p h a l t e n e s  
a l s o  i n c r e a s e  w i t h  an i n c r e a s e  o f  t h e  i n i t i a l  p r e s s u r e  b u t  f o r  a g i v e n  p r e s s u r e  
a r e  a l m o s t  i n d e p e n d e n t  o f  t h e  n a t u r e  o f  t h e  s o l v e n t .  Naphtha f o r m a t i o n  i s  i m -  
p roved  by a h i g h  i n i t i a l  p r e s s u r e  b u t  n o t  v e r y  much dependent  on t h e  n a t u r e  of t h e  
S o l v e n t .  For s o l v e n t  (VR) t h e  o i l  y i e l d  from c o a l  s c a t t e r s  f o r  i n i t i a l  p r e s s u r e s  
o f  9-15 MPa b u t  a g a i n  i s  r a t h e r  independent  o f  t h e  n a t u r e  of  t h e  s o l v e n t .  About 
2 7 %  O i l  Y i e l d  a r e  g a i n e d  a t  maximum i n  VR. S i n c e  no t r u e  s e p a r a t i o n  o f  p r o d u c t  
Oils from c o a l  o r  s o l v e n t  i s  p o s s i b l e  a n  a n a l y t i c a l  e v a l u a t i o n  r e f e r s  t o  t h e  t o -  
t a l  p r o d u c t  o i l  b o i l i n g  above 200OC. For  c o a l  BKR from a l l  s o l v e n t s  t h e  a r o m a t i -  
c i t y  Of t h e  t o t a l  p r o d u c t  o i l s  i s  a l m o s t  c o n s t a n t  i n  a range of 0 . 3 5 - 0 . 4 0  a g a i n s t  
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a s o l v e n t  a r o m a t i c i t y  o f  abou t  0 . 2  and n o t  s y s t e m a t i c a l l y  i n f l u e n c e d  by p r e s s u r e  
or by t h e  n a t u r e  o f  t h e  s o l v e n t .  The s t r o n g  d e s t r u c t i o n  o f  c o a l  a s  w e l l  as of 
heavy r e s i d u a l  s o l v e n t s  i s  r e f l e c t e d  from t h e  a v e r a g e  molweight ( M I .  I n  LSP 
(M=249) t h e  molweight  o f  t h e  t o t a l  p r o d u c t  o i l  i s  a lmos t  i ndependen t  o f  t h e  i n i -  
t i a l  p r e s s u r e  w i t h  M=224 f o r  6 MPa*and M=218 for 15 MPa. VR (M=897) comparable  da-  
t a  are M=313 a t  9 MPa and M=268 a t  15 MPa. 
Based on a once-through approach r e c a l c u l a t e d  t o t a l  l i q u i d  y i e l d s  i n c l u d i n g  naph- 
t h a  under  t h e  c o n d i t i o n s  g iven  and a t  1 2  MPa i n i t i a l  p r e s s u r e  ( h o t  system p r e s s u r e  
i n  t h e  a u t o c l a v e  a l r e a d y  above 30 MPa) and i s  66% i n c l u d i n g  18% naph tha  and 48% 
heavy product  o i l  w i t h  M=285 i n  VR. 

FEED MIXTURE DEPENDENCE 

These expe r imen t s  are based on a v a r i a t i o n  of m i x t u r e s  o f  t h e  same c o a l  b u t  a 
d i f f e r e n t  VR-W r e s i d u e  d e s c r i b e d  i n  t h e  expe r imen ta l  s e c t i o n .  The r e s u l t s  are 
p r e s e n t e d  i n  Tab. I V )  f o r  s e t  c o n d i t i o n s  of RMPaH , 430'C and 30 min. r e s i d e n c e  
t i m e .  The sys t em p r e s s u r e  i s  s t r o n g l y  i n f l u e n c e d  $,om t h e  s h a r e  o f  c o a l  i n c r e a s i n g  
by 13MPa from 0 t o  6 7 %  o f  c o a l  and dominated by CO CO and much l e s s e r  CH or igi-  
n a t i n g  from c o a l .  With two e x c e p t i o n s  t h e  p r e s s u r a d r o p s  d u r i n g  30 min. %n tempe- 
r a t u r e ,  however,  i s  almost c o n s t a n t .  Hydrogen consumption by r e a c t i n g  VRW i s  
0.48%. For c o a l  up t o  abou t  30% t h e  hydrogen consumption i s  lower t h a n  f o r  VRW. 
Coal might i n  p a r t  p rov ide  hydrogen f o r  r a d i c a l  capp ing  o f  f r agmen t s  from VRW. 
Above 30% coa l s ' s  hydrogen consumption i s  i n c r e a s i n g  from abou t  0 .5% t o  0.67% 
abou t  p r o p o r t i o n a l .  The c o a l  conve r s ion  i s  h i g h e s t  a t  69% f o r  abou t  1 0 %  of c o a l ,  
t hen  d e c r e a s i n g  b u t  a lmos t  c o n s t a n t  a t  abou t  50% f o r  30 t o  67% of  c o a l .  
Product  gas  f o r m a t i o n  i s  s t r o n g l y  i n c r e a s i n g  w i t h  t h e  s h a r e  o f  c o a l  and i s  main- 
l y  CO and CO. The t o t a l  r e s i d u e  i n c r e a s e s  w i t h  t h e  s h a r e  o f  c o a l  b u t  t h e  r a t i o  
of t o g a l  r e s i d u e  v e r s u s  c o a l  s h a r e  i n  t h e  f e e d  is  abou t  c o n s t a n t .  A c e r t a i n  p a r t  
of t h e  c o a i  d o e s  n o t  r e a c t  unde r  the c o n d i t i o n s  g i v e n ,  o r  a part of a s p h a i t r n e s  
a r e  i n c l u d e d  i n  t h e  r e s i d u e  because t h e  t o t a l  a s p h a l t e n e  c o n t e n t  d e c r e a s e s  s t r o n g -  
l y  w i t h  an i n c r e a s i n g  s h a r e  o f  coa l .  The naphtha fo rma t ion  i s  i n c r e a s i n g  w i t h  t h e  
s h a r e  of c o a l  b u t  t hen  almost c o n s t a n t  above 30% of c o a l  i n  t h e  f e e d .  The h i g h  
b o i l i n g  o i l s  a r e  d e c r e a s i n g  from more c o a l  i n  t h e  f e e d  b u t  s t i l l  above 50% f o r  
30% o f  c o a l  i n  t h e  f e e d .  The q u a l i t y  o f  t h e s e  h igh  b o i l i n g  o i l s  a r e  improved f rom 
a h i g h e r  s h a r e  of c o a l  i n  t h e  f e e d .  Only VRW o r  mixed w i t h  l i t t l e  c o a l  r e s u l t s  t o  
more t h a n  80% o f  t o t a l  l i q u i d  y i e l d  b u t  t h e  q u a l i t y  o f  t h e  p r o d u c t  o i l  i s  i n s u f f i -  
c i e n t  w i th  a m o l e c u l a r  weight  o f  or above 500. Sha res  o f  30-40% o f  c o a l  i n  t h e  
f eed  p rov ide  a t o t a l  l i q u i d  y i e l d  of 7 0 %  wi th  a molecu la r  we igh t  o f  heavy pro-  
d u c t  o i l  a t  or below 400. 

Acknowledgements: T h i s  work was suppor t ed  by government g r a n t  BMFT-03E-6058B. 
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Table I) Dependence on temperature 
(9 MPa initial hydrogen pressure; 60 min. residence time) 

Feed Reaction parameters 
Solvent Temperature hot pressure (bar) H-up- Conver- 

("C) beginning end take % sion 
1 LSP 380 243 243 0.9 48 
2 LSP 410 255 247 1.1 57 
3 LSP 435 265 259 1.2 62 
4 LSP 460 303 346 1.2 53 
5 ZYL 380 230 231 0.7 49 
6 ZYL 410 240 230 1.4 63 
7 ZYL 435 274 263 1.1 62 
8 Z Y L  460 279 332 1.1 48 
9 VR 380 256 253 0.7 50 

10 VR 410 276 255 1.2 50 
11 VR 435 291 276 1.1 51 
12 VR 460 306 335 1.3 48 

continued 

Product distribution ( %  of feed coal) 
G R A W N 0 

1 12.1 52.3 8.7 2.1 11.3 14.4 
2 12.1 42.9 11.3 3.1 14.9 16.8 
3 11.0 37.8 9.1 2.5 9.8 31.0 
4 12.6 47.3 4.7 3.0 7.0 26.6 
5 10.9 51.1 14.6 3.1 11.4 9.6 
6 12.5 37.3 17.3 5.3 15.8 12.9 
7 13.8 38.0 13.0 3.8 7.9 24.6 
8 13.2 52.0 3.0 4.0 10.5 18.4 
9 11.0 50.3 29.2 - 5.0 5.2 

10 12.7 49.7 23.7 1.9 6.4 6.8 
11 13.4 48.7 8.6 4.0 5.4 21.0 
12 12.4 51.6 2.3 4.0 10.6 20.4 

All %-results are refering to coal daf. G = gases; R = residue (benzene insolu- 
ble); A = asphaltenes (hexane insoluble); W = water; N = naphtha (boiling be- 
low 2 O O O C ) ;  0 = oil 
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Tab 11) Dependence on r e s i d e n c e  t i m e  
( 9  MPa i n i t i a l  h y d r o g e n  p r e s s u r e ;  435'C) 

Feed R e a c t i o n  p a r a m e t e r s  

S o l v e n t  R e s i d e n c e  h o t  p r e s s u r e  ( b a r )  H-up- Conver-  
t i m e  (rnin) b e g i n .  end  t a k e  % s i o n  % 

1 
2 
3 

4 

5 
6 
7 
8 
9 

10 
11 
12 
13 

LSP 

LSP 

LSP 

LSP 

Z Y L  

ZYL 

ZYL 

Z Y L  

ZYL 

VR 
VR 
VR 
VR 

c o n t i n u e d  

0 276 0.5 
10 214 274 1.1 
30 275 274 1.1 
60 265 259 1.2 

0 282 0.3 
10 277 275 0.8 
30 276 265 1.1 
60 274 263 1.1 
120 275 263 1.2 

0 287 0.5 
10 289 281 0.8 
30 284 281 1.1 
60 291 276 1.1 

42 
54 
57 
63 

44 
56 
59 
62 
59 

46 
49 
51 
51 

P r o d u c t  d i s t r i b u t i o n  ( %  of f e e d  c o a l )  

G R A w N 0 

1 11.0 58.4 
2 14.1 46.0 
3 12.0 43.4 
4 11.0 37.8 
5 10.6 56.0 
6 11.6 44.4 
7 12.5 40.7 
8 13.8 38.0 
9 12.7 41.0 

10 10.2 54.4 
11 11.2 50.7 
12 13.5 48.7 
13 13.4 48.7 

8.6 2.7 10.5 9.3 
8.1 14.5 18.4 
7.3 3.1 11.6 23.7 
9.1 2.5 9.8 31.0 

13.7 2.9 8.0 9.1 
14.0 4.4 8.5 17.9 
12.2 4.9 8.2 22.6 
13.0 3.8 7.9 24.6 
10.6 2.1 5.2 29.6 

32.9 2.0 1.0 
17.6 4.3 2.5 14.5 
7.6 5.1 8.2 17.7 
8.6 4.0 5.4 21.0 

A l l  % - r e s u l t s  a r e  r e f e r i n q  t o  c o a l  d a f :  G=qases ;  R = r e s i d u e  (benzene  i n s o l u b l e ) ;  
A = a s p h a l t e n e s  ( h e x a n e  i n s o l u b l e ) ;  W=water; N=naphtha ( b o i l i n g  be low 200°C); 
O=oil 
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Tab 111) Dependence on hydrogen pressure 
(435OC. 60 min residence time) 

Feed Reaction parameters 

Solvent initial 
H -pressure 

(bar) 
1 LSP 60 
2 LSP 90 
3 LSP 120 
4 LSP 150 
5 VR 90 
6 VR 120 
7 VR 150 

hot 
pressure 
beqinnins 
213 
265 
327 
408 
291 
361 
420 

(bar) H-up Con- 
end take % version 

% 

251 0.8 47 
259 1.2 62 
315 1.8 63 
315 1.8 66 
276 1.1 51 
319 1.5 61 
371 1.8 64 

continued 

Product distribution ( %  of feed coal) 

G R A W N 0 

1 14.9 52.6 4.2 4.4 8.4 16.3 
2 11.0 37.8 9.1 2.5 9.8 31.0 
3 14.1 36.9 7.9 3.5 10.0 29.4 
4 13.8 33.9 8.7 3.6 10.4 31.4 
5 13.4 48.7 8.6 3.1 6.3 21.0 
6 11.4 39.1 9.3 3.6 11.2 26.9 
7 11.4 36.1 9.0 5.4 14.8 25.1 

All %-results are refering to coal daf: G=gases; R=residue (benzene insoluble); 
A=asphaltenes (hexane insoluble); W=water; N=naphtha (boiling below 2OOOC): 
O=oil 
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Tab I V )  Dependence  on f e e d  m i x t u r e  
m i x t u r e s  o f  c o a l  and  r e s i d u e  VRW w i t h o u t  c a t a l y s t  a d d i t i o n  
( c o n d i t i o n s  43OOC; 12 MPa i n i t i a l  hydrogen  p r e s s u r e ;  30 min. 
r e s i d e n c e  t i m e )  

Feed  % R e a c t i o n  p a r a m e t e r s  

h o t  p r e s s u r e  ( b a r )  H-up- Conver- 
N o  VRW c o a l  dmf b e g i n n i n g  end  t a k e  % s i o n  of  

( o f  c o a l )  c o a l  % 

1 1 0 0  0 301 289 0.48 - 
2 91 9 312 299 0.35 69 
3 83 17 330 317 0.46 55 
4 71.5 28.5 360 340 0.56 53 
5 61.5 38.5 372 359 0.59 50 
6 50 50 389 373 0.64 47 
7 33 67 430 392 0.67 50 

P r o d u c t  d i s t r i b u t i o n  ( %  o f  f e e d )  

G R A W N 0 M ( a v e r a g e  mol 
w e i g h t  o f  t o t a l  

1 0.5 4.5 9.3 - 12.1 74.1 471 
2 2.4 3.8 6.9 - 11.3 76.0 520 
3 2.6 11.8 7.3 0.9 13.0 64.9 448 
4 3.2 17.7 5.8 0.9 21.3 51.7 409 
5 4.3 20.7 5.9 2.5 19.2 48.0 373 
6 6.3 26.9 2.5 6.7 19.0 39.2 363 
7 9.0 33.1 2.1 8.3 19.4 28.7 360 

A l l  % - r e s u l t s  a r e  r e f e r i n g  t o  t o t a l  f e e d  ( d m f ) :  G=gases ;  R = r e s i d u e  ( b e n z e n e  
i n s o l u b l e ) ;  A = a s p h a l t e n e s  ( h e x a n e  i n s o l u b l e ) ;  W=water; N=naphtha  ( b o i l i n g  
be low 20OoC); O = o i l  
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